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 MOORIM P&P CO., LTD.  

3-36 Ubonggangyang-ro, Onsan-eup 
Ulju-gun, Ulsan 
Korea 

 
The following sample(s) was/were submitted and identified by/on behalf of the client as:- 
                                                                                                         
 

SGS File No. : AYHA24-10523 

Sample Description : Coated Paper 

Style no./Item no. : - 

Order No. : - 

Buyer : - 

Manufacturer : - 

Country of Origin : - 

Country of Destination : - 

Received Date : 2024. 07. 26 

Test Period : 2024. 07. 26  to  2024. 08. 02 

Test Method : For further details, please refer to following page (s) 

Test Results : For further details, please refer to following page (s) 

Report Comments : The results shown in this test report refer only to the sample(s) tested unless 
otherwise stated. 
This test report is not related to Korea Laboratory Accreditation Scheme. 

Result Summary :  

  Test Requested Conclusion 

  

ISO 8124-3:2020/Amd.1:2023– Migration of Certain Elements See result 

 
 
 
 

 

Technical Manager / SGS Korea Co., Ltd 
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Results : 

 

ISO 8124-3:2020/Amd.1:2023- Migration of certain elements 
 
Test method : With reference to ISO 8124-3:2020/Amd.1:2023. Analysis was performed by ICP-OES. 
 

Test Item(s) Sb As Ba Cd Cr Pb Hg Se B 

Migration Limit (mg/kg) -
Any toy material given in Clause 1, 
except modelling clay and putty,    
finger paint, and slime 

60 25 1 000 75 60 90 60 500 - 

MDL (mg/kg) 5 2.5 10 5 2.5 5 2.5 10 10 

Sample No. Adjusted Migration Result(s) (mg/kg) 

1. N.D. N.D. N.D. N.D. N.D. N.D. N.D. N.D. N.D. 

 
Sample Description : 

1. White paper 

 
Note: (1) N.D. = Not detected (< MDL) 
 (2) MDL = Method Detection Limit 
 (3) Results shown are of the adjusted analytical result. 
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Picture of Sample as Received : 

 

 
 

AYHA24-10523 

 
*** End of Report *** 
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