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The following sample(s) was/were submitted and identified by/on behalf of the client as:-

MOORIM SP CO., LTD.                                                                                                                                               

SGS File No. AYAA26-11437

205, Chimsan-ro

Buk-gu, Daegu  

Korea

:

Product Name Uncoat Wood-Free Paper:

Item No./Part No. N/A:

2026. 03. 03

2026. 03. 10to2026. 03. 03Test Period

Received Date :

:

For further details, please refer to following page(s)Test Results :

Technical Manager / SGS Korea Co., Ltd

Monet Jeong

This test report is limited to the samples and sample names provided by the client and does not guarantee the quality of all the client 's products. It shall not be used for public relation, advertisement, 

lawsuit and shall not be used by excepts from it. This test report can be checked through the <http://rohs.kr.sgs.com/checkreport/main>. This test report is not related to KS Q ISO/IEC 17025 and Korea 

Laboratory Accreditation Scheme.
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Sample No. : AYAA26-11437.001

Uncoat Wood-Free PaperSample Description :

Item No./Part No. : N/A

N/AMaterials    :

Phthalates

Test Items Unit Test Method MDL Results

50With reference to IEC 62321-8 : 2017, by GC-MSDi-(2-ethylhexyl) phthalate (DEHP) N.D.mg/kg

50With reference to IEC 62321-8 : 2017, by GC-MSDi-butyl phthalate (DBP) N.D.mg/kg

50With reference to IEC 62321-8 : 2017, by GC-MSBenzyl butyl phthalate (BBP) N.D.mg/kg

50With reference to IEC 62321-8 : 2017, by GC-MSDi-isobutyl phthalate (DIBP) N.D.mg/kg

50With reference to IEC 62321-8 : 2017, by GC-MSDi-isodecyl phthalate (DIDP) N.D.mg/kg

50With reference to IEC 62321-8 : 2017, by GC-MSDi-isononyl phthalate (DINP) N.D.mg/kg

50With reference to IEC 62321-8 : 2017, by GC-MSDi-n-octyl phthalate (DNOP) N.D.mg/kg

50With reference to IEC 62321-8 : 2017, by GC-MSDi-ethyl phthalate(DEP) N.D.mg/kg

50With reference to IEC 62321-8 : 2017, by GC-MSDi-methyl phthalate (DMP) N.D.mg/kg

50With reference to IEC 62321-8 : 2017, by GC-MSDi-n-pentyl phthalate(DPP, DnPP) N.D.mg/kg

50With reference to IEC 62321-8 : 2017, by GC-MSDi-iso-pentyl phthalate(DIPP) N.D.mg/kg

50With reference to IEC 62321-8 : 2017, by GC-MSDi-n-hexyl phthalate (DNHP) N.D.mg/kg

50With reference to IEC 62321-8 : 2017, by GC-MS[di(C7-C11 alkyl)phthalate] linear and 

branched (DHNUP)

N.D.mg/kg

50With reference to IEC 62321-8 : 2017, by GC-MS[di(C6-C8 alkyl)phthalate] branched (DIHP) N.D.mg/kg

50With reference to IEC 62321-8 : 2017, by GC-MSBis(2-methoxyethyl) phthalate (BMP, BMEP, 

DMEP)

N.D.mg/kg

50With reference to IEC 62321-8 : 2017, by GC-MSn-Pentyl-isopentyl phthalate (iPnPP) N.D.mg/kg

50With reference to IEC 62321-8 : 2017, by GC-MSDi-cyclohexyl phthalate (DCHP) N.D.mg/kg

50With reference to IEC 62321-8 : 2017, by GC-MSDipropyl Heptyl Phthalate N.D.mg/kg

50With reference to IEC 62321-8 : 2017, by GC-MSDi-pentyl phthalate, linear and branched 

(TDPP)

N.D.mg/kg

Halogen Content

Test Items Unit Test Method MDL Results

30With reference to  BS EN 14582 : 2016, by ICBromine(Br) N.D.mg/kg

30With reference to  BS EN 14582 : 2016, by ICChlorine(Cl) 276mg/kg

30With reference to  BS EN 14582 : 2016, by ICFluorine(F) N.D.mg/kg

50With reference to  BS EN 14582 : 2016, by ICIodine(I) N.D.mg/kg
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(1) N.D. = Not detected. (<MDL)

(2) mg/kg = ppm, ug/kg = ppb, mg/L = ppm

(3) MDL = Method Detection Limit

(4) - = No regulation

(5) ** = Qualitative analysis (No Unit)

(6) Negative = Undetectable / Positive = Detectable

NOTE:

Picture of Sample as Received:

AYAA26-11437.001
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 Flow Chart for Halogen Test

Sampling

Sample Preparation

Take sample and put into combustion boat

Burn it in the combustion tube system

Inject the absorption solution

Install fuse wire

Add absorption solution into the bomb

Admit O2 gas slowly to 20 to 40 atm.

Ignite (Fire the bomb)

Cool & release pressure

Filtration

Analysis by IC

Data

Dilute the solution

C - IC Oxygen Bomb
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Flow Chart for IEC Phthalates

Sampling

Sample Preparation

Data

Analysis by GC/MS

Extraction using Ultrasonic bath (Soxhlet)

Concentration of extraction solvent

Filtration

*** End of Report ***
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